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Customer ~ SHENZHEN REFOND OPTOELECTRONICS CO.,LTD
1
Address 6th Floor, Building #1, 10th Industrial Zone, Tian Liao Community, Gong Ming Area,
Guang Ming New District, Shenzhen, China
(Sample Information)
(Sample Name) . EMC4014
(Sample Description) (Yellow lamp bead)
(Model/P.O. No.) /
(ltem/Lot No.) /
(Material) .
/ (Buyer) /
(Supplier) /

Yagi Peng Zayiev
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(MDL) (Result(s)) #(Limit)

(Test Item(s)) mg/kg mg/kg mg/kg
Decabromodiphenyl 5 N.D. —

Polybromobiphenyl(PBBs) — N.D. 1000
Monobromobiphenyl ether 5 N.D. —
Bibromobiphenyl ether 5 N.D. —
Tribromobiphenyl ether 5 N.D. —
Tetrabromobiphenyl ether 5 N.D. —
Pentabromobiphenyl ether 5 N.D. —
Hexabromobiphenyl ether 5 N.D. —
Heptabromobiphenyl ether 5 N.D. —
Octabromobiphenyl ether 5 N.D. —
Nonabromobiphenyl ether 5 N.D. —
Decabromodipheny! ether 5 N.D. —

Polybromodiphenyl ether(PBDES) o ND. 1000

(DBP) 10 N.D. 1000

(BBP) 10 N.D. 1000

(2- ) (DEHP) 10 N.D. 1000

(DIBP) 10 N.D. 1000

(Remark) mg/kg=ppm=parts per million
MDL=method detection limit
N.D.=Not Detected
# RoHS 2011/65/EU  2015/863/EU
(The Limit is(are) from EU RoHS 2011/65/EU and 2015/863/EU.)
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3. (PBBs) (PBDEs) (Test PBBs, PBDEs concentration)
) 4 )
Sample preparation, |:> Add the extraction |:> Extracted by soxhlet
weigh reagent ) | extractors )
) 4 )
GC-MS <:| Vol ich <:| Washing and transfer to
Tested by GC-MS olumetric by . g
reagent ) \volumetrlc flask y
4, DBP BBP DEHP DIBP (Test DBP, BBP, DEHP, DIBP concentration)
) 4 )
Sample preparation, |:> Add the extraction |:> Extracted by ultrasonic wave
weigh reagent ) | extractors )
D e a
CC-MS - | (| weshing and ranser
Tested by GC-MS Volumetric by as |_ng and transfer to
reagent ) | volumetric flask )
5. (3] ()} (Br) ()] (Test Fluorine (F), Chlorine (CI), Bromine (Br) and lodine (1)

concentration)

N
Sample preparation and |:> Add absorbing fluid |:> Burn the sample in burning
weighing into burning bottle bottle )
N
|
[ Test(f) i } <:| Transfer the extraction Stand and ablsor? the gas
y fluid to volumetric flask completely J
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(Photo of the sample)

—

(Sampling point)

*k*k ***

(This report is invalid without the Special Seal of the company. Any unauthorized alteration,
forgery or falsification of the content or appearance of this report is unlawful. This report shall not be altered, increased or
deleted. Without the approval of the company, the report cannot be reproduced except in full. The results shown in this report is
only responsible for the sample(s) tested.)

(The
information of the sample is provided and confirmed by the customer. The company shall not be responsible for confirming the

accuracy, suitability, and/or completeness of the information.)
3 (If the client has any objection

to the test report, it shall lodge a complaint within 3 months from the date of receiving the test report.)
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